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Moskalenko, G. L.
THE USE OF ORGANIC SOLVENTS IN THE
METALLURGY OF NICKEL AND COBALT. May 60
[103]1:. (4 figs. 1 table omitted) 6 refs. [DSIR LLU]
M 3157.
Order from OTS or SLA $1.10 61-27511

Trans. of Tevetnye Metally (USSR) 1959, v. 32, no. 7,
p. 40-46.

Portions of this report will not reproduce well,

DESCRIPTORS: *Organic solvents, Metallurgy,
®Nickel, *Ccbalt, Separation, Iron, Copper, Sals,
Hydrochloric acid, Ethers.

The marked difference {n the behaviour of nicke] and
cobalt (as well as iron and copper) salts in some
organic solvents may be employed for the separation
(Metallurgy, TT, v. 7, no. 1) (over)

61-27511

1. Moskalenko, G. L.
i1. DSIR LLU M. 3157
It . International Nicke] Co.
(Moand) Ltd. (Gt. Brit.).
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Some Questions Concerning B the Productio;x _oi‘
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Using Soluble AncEdes, by A. B. Suchko¢, 2 A
Borok, M. 1. Rodnyy, T. N. Yermakova, 4. .
Morozova, L. D. Boldina, 8 pp.
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Removal of Avsenic Prom Secondary Dust in the
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. 61-15721
Kakovekly, 1. A., Ryazantsevs, O. F., and
Prisekina, T. N. 1. Thalllum--Separstion
SEPARATING THALLIUM FROM SOLUTIONS WITH
SULPHYDRYL RBAGENTS (Vydeleniye Talllys iz
Rastvorov pri Pomoshchi Sul'fgidril'nykh Resgentov).| 3. Thiophosphates--
Jan 61 [11]p. 15 refs. RTS 1630. . Solubllity
Order from LC or SLA mi$2.40, pi$3.30 61-15721| 1. Kekovekiy, 1. A,
) USSH) 1999 Aj n. :zl":;lswaf (’). F.
Trans. of Tsvetnyye Metally ¥ 82, « Prisekima, T. N.
no. 8, p. .':T-EI.IE"“"~ '
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The Optimum Copper-Sulpbur Ratio in Hon-
Pasaivating Hickel Ancdes, by %ﬂ&. M. Volkogon,
L. M. Bovikova. UKCL
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Smolyaninov, A. 1.
STRUCTURE -OF COPPER DUST AND ITS PHASE
COMPOSITION (Struktura { Fazovyi Sostav Napylennot
Medi). [1963] [9p] (tareign toxt fncluded) Zrefs
Order from OTS, SLA, or ETC $1.10  TT-64-10562

Trans. of Tevetnye Metaljy (USSR) 1959, v. 32, no. 8,
p- 72-74. {Abstract avallable)

Other translationa are avaflable from LC or SLA
mi$1.80, ph$1.80 as TT-61-10232 [1960] {Sp) and from
PS §5.00 as PS-CR-2875 [1960].

DESCRIPTORS: *Copper coatings, Electrodeposition,
Dusts, *Phase studies, Oxidation, Copper compounds,
Oxides, Particles, *Mlcrostructure, Chemica}
&nalyais, X-ray difraction analysis,

An investigation was made of copper coatingg prepured
by the electromerallization method. The chemical
analysts, x-ray diffraction apectra dnd microstructure
{Metallurgy--Sructural, i1, v L1, o, %) {over)

TT-64-10562
1. Smolyaninov, A. 1.
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Certain Characteristics in the Technology of
Processing Cozmbined Copper-Zinc Coacentrates at the
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Aglitsxiy, et al, 11 pp.
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by I. M. Tselik, H. S. Ukshe.
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61-15733
Birger, G. I, and Bruk, B & .
CONTINUOUS MEASUREMENT OF THR CONCEN- 1. Cadmium--Determination
TRATION OF CADMIUM IN ZINC ELECTROLYTR 2. Electrolytes - -Impurities
BY MEANS OF A POLAROGRAPHIC CONCENTRA-
TOMETER (Nepreywmoye Ixmereniye Kontsentratakil
Kedmiys v Tyvinkovom Elektrolits pri Pomoschl
Polyarograficheskogo Kontseotratomers). jan 61
}. 2refs. RTS 1631, _
from LC or SLA mi$l1.50, ph$l.00  61-15738)

of 1959 [v. 32
3-;-4 Tevatnyye Meually (USSR) 1959 (v. 32]
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61-19696
Makarova, T. L and Sosnovskly, G. N.

PROGCESSING OF ELECTROSTATIC FILTER DUSTS | L Makarova, T. L

FOR EXTRACTION OF RARER METALS Il Sosnovskly, G. N.

(Pererabotks Pyley Elektrofll'trov s Izvelechenlyem 1. RTS-1813

Redkikh Metallov). Apr 61 [10}p. 3 refs. RTS 1813, IV. Department of Scientific and

Order from OTS or SLA $1.10 61-19696 industrial Research

(Cr. Brit.)
Trans. of I;_v_e(mm_hﬁ;)ly.lussm 1959, v, 32,
no. 9, p. 56-61.
DESCRIPTORS: Metals *Germanium, *Thallium,
*Cadmium, Separstion, Recovery, Particles, Distlil-
ing plants, Processing. Sy
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Automatic Control of the Temperature of Rolling-
Mill Rolls, by V. I. Feigin, A. B. Fromberg.

RUSSIAN, per, Tsvet.nyy.eﬂh_!eta.'.l.ly, Vol XXxiI, Fo 9,
1959, pp 63-66.
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Method of Rapid Flotation, Means of its Practical Use
end Further Improvement, by 0. A. Shumkov.
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Electric Smelting of Copper Concentrates
Cbtained From the Plotation of Matie, by A. G.
Konchakov 3 6 PPs
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SETEE ' : (my~3245).
Production of Lead in the Leed-Zinc Plant at

Kurdzheli, by N. Kunchev, Ya. Yanchev, G.
Kharelampiyev, 17 pps

RUSSIAN, per, Tﬁvetqyyghugpg;ly, o 10, Moscow,
1959, pp 25-3%.
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61-28164
Getskin, 1. 5., tatyuk, A. G. and others,

INDUSTIIAL ADOPTION OF SULPHATING OF LEAD : Getskin, L. S.

DUSTS {Onvoente Protnessa Sul farlzasdi Svintoevykh . Botyuk, A. G,

Pyled). Sep 61 {4fp. 1 rel. RTS 1900, . RTS-1908

Order from OTS or SLA §1.60 61-28164 . Department of Scientlfic

and Industrlal Rescorch

Trane. of Tavetnye Mctally (UISSR) 1959, v. 132, {Gt. Drit.)

no. 10, p. 0358LT :

DESCRIPTORS: *Lead, Powders, Processing,
*Sulfates, Metallurgy.

The ditficultivs existing provioasly duriog the adoption
of wuiphatlng by industry, were wvervome Ly using
concentrated sulphuric acld and granulation of the
pawder with acid on the dish granulator. The granula-
tion equipment, manufactured from ordinary mild
wreel, showed no apprecitble corrosien throaghoe e
pertod of the pilot plant tnvestlgations. The granulator .
(Metallurgy, TT, v. 6, no. 12) (over) Oliice of Tochalcnl Searvices
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61-10213

Kim, K. T., Kornakav, D). Yc., smd Safromew (N V]
EXTRUSION OF TUOES WITH SMALL INTERNAL . Steel tublng- -Extrusion
DIAMETER (Metod Pressovaniya Trub s Malym . Kim, X. T.
Vautrennim Diametrom). [1960] [1O]p. 1 ref. . Kornakov, 11 Ye.
Order from LC or SLA mi$1.80, ph$1.80  61-10213 Safronov, N. V.

Trana. of Tavetnyye Metally {USSR) 1959 [v. 32] no. 10, : .
— /43 04

p. 63-68.

A method in described that has been successfully nsed
at the Artemov PMlant. Horizontal hydraullc presses are
uscd for extrudlng hollow shella. A speclally deslgncd
mandrel, connlsting of a shaft and 3 bottic-neck shaped
T, e reqmed Tuping of many chapes (Gectansubin,
square, etc.) can be extruded with an Internal dinmeter
ranzing from 6 to & mm. !

OMice of Tochaiowi borvices
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Karssevich, V. 1. and Prikhod’ko, Y. B,
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ALUMINIUM CLAD {RON STRIP, Jan 60. 11, Prikhodko, V. E.
Order from MT 5 MT Trans-100 }fill. MT Trans-100
V. Tollemache, M. de 0.
Trans. ornmgw_u_y_(gssm 1959, v. 32, no. 10, (Gt Brit.)
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%ther translstions are available trom HS1)5 Ssas
55 1781 [1960] 11p, and MDF $7.00 as MDF K-242
(1960] L1p,

DBSCRIPTORS: *1ron, Production, Coatings.,
*Aluminum coatings .

T 180

OHfice of Tochnicel Serviees

(Ihchlnery-—v.nnuhcmdna. TT,v.6,0n0.5)

APPROVED :
FOR RELEASE: Monday, June 30, 2003 CIA-RDP91-00929R000100130014-2



APPROVED FOR RELEASE: Monday, June 30, 2003 CIA-RDP91-00929R000100130014-2

' HY -4363)
#£17 (
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. 61-27512
Razhkov, K. V.

AUTOMATION OF BENEFICIATION PLANTS, L Rozhkov, K. V.

May 60 [9]p. (7 figs. omitted). [DSIR NLL] M 3156. 1. DSIA NLI. M. 3156
Order from OTS or SLA $1.10 61-27512 1L Internationa} Nickel Co. ’
(Mond) Led. {Gt. Brit.)
Trans. of Tsvetnye Mectally (USSR} 1959, v. 32, no. 11 N é
P 1T, L svetnye Metl A -~ M
‘Another trans, s available from OTS or SLA $1.10 8% Nk 'S M4
61-24510, DSIR NT-798 [1961] [10}p.

Portions of this report will not reproduce well,

DESCRIPTORS: *Automation *Minerals, *Ores,
Processlng, Metallurgy.

Problems relating to mechanizatlon and automation of
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